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Abstract— Bending waveguides for 90° corners based on a two 

dimensional photonic crystal with metallic cylinders arranged in 
a square lattice are studied for THz wave guiding. Considering 
single- and double-line defects, five different designs are 
investigated and assessed in terms of their transmission 
performance. A better structure is proposed by increasing the 
number of rods in the bending arc, thus achieving superior 
performance of the transmission characteristics in comparison to 
that of the former five designs. A comparison of the improved 
bend waveguide with a linear waveguide shows a significant 
reduction of the bending losses. Transmission levels of up to 
98 % within a 2.5 THz bandwidth (from 1.2 to 3.7 THz) have 
been accomplished. 
 

Index Terms— THz Modeling, photonic crystals, waveguides, 
waveguide bends, THz photonics.  

I. INTRODUCTION 
HERE has been an increasing interest in wave guiding for 
newly developing THz science and technology. A variety 
of practical applications in many areas such as imaging, 

security, spectroscopy and telecommunications make the THz 
gap of the electromagnetic (EM) spectrum a challenging and 
rapidly developing area. With the rise of THz frequency based 
technology, developments in generating THz radiation and 
guiding THz waves efficiently with low loss and high 
performance has become a key objective [1].  

This work focuses on the design of THz waveguide bends 
based on metallic photonic band-gap (PBG) crystals. Metals 
are preferred especially for high power THz applications 
where dielectric structures might not be a good option [2]. 
Photonic crystals (PhC) are periodically distributed materials 
allowing the propagation of electromagnetic waves. Taking 
into account a sufficient refractive index difference between 
the PhC materials and surrounding medium, the propagation 
of an electromagnetic wave is forbidden within a frequency 
range called the photonic band gap. These photonic crystal 
structures can be utilized to confine or to propagate EM waves 
within the defects introduced in their structure using the band 
gap effect [3]. 
 

Manuscript received April 18, 2011. This work was supported in part by 
Enterprise Ireland (Project No. PC/2008/0164) S. Philippe acknowledges the 
Irish Research Council for Science, Engineering and Technology for their 
support. 

The authors are with The RINCE Institute, School of Electronics 
Engineering, Dublin City University, Dublin 9, Ireland (e-mail: 
landaisp@eeng.dcu.ie) 

For interconnection to other devices, optical waveguides 
are required to have flexibility of bending. However, bends 
introduce losses arising from total internal reflection. 
Conventional dielectric waveguides support guided modes 
with high efficiencies but transmission is limited in the case of 
bends as they need large radii of curvature to keep the bending 
losses at a reasonable level.  To overcome this problem, PhCs 
have been studied because of their low losses and low 
dispersion properties. Indeed, almost perfect transmission has 
been obtained with sharp bends [4,5]. Nevertheless, metallic 
photonic crystals have demonstrated important advantages 
over the dielectric photonic crystals, such as wider band-gaps 
and smaller sizes [6-8]. Metallic photonic crystals have been 
studied mostly in microwave and millimetre frequency range 
due to their low propagation losses [9-11]. They have also 
been used in THz frequency range to study their filtering and 
wave guiding capability [12-16]. However, to the best of the 
authors’ knowledge, a study of THz metallic photonic crystal 
bends has not been carried out. In this work, designs of 
metallic photonic crystal waveguide bends are proposed. 
Assessment of their performance has been studied by 
numerical simulations taking into account optimum 
parameters in terms of lattice constant and radius.  

In general, a photonic crystal waveguide is formed by 
removing one or more rows of rods/holes depending on the 
structure. EM waves can be confined within the guiding 
channel thus formed. In the case of bending structures, 
transmission depends on the size and/or location of circular 
rods/holes on the bending corner, with losses due to 
reflections occurring in the bend and consequently the bending 
losses. Furthermore the design of bending corners becomes 
especially crucial for 90° bends. In order to improve the 
performance and to reduce the bending losses, many 
approaches have been developed. One of the most common 
approaches is to modify the geometry around the bending 
corner of 2D photonic crystals. Redeploying geometry of 
bending points in 2D photonic crystals [17], changing the 
rod/hole size [18] or replacing rods/holes on the corner with 
larger or smaller ones [19-22], varying the width of line 
defects [23], or applying some optimization algorithms [24,25] 
can be given as examples. Previous studies have even 
demonstrated that the bending losses can be drastically 
reduced in bend waveguides [26,27]. 

In this paper, we investigate different types of 90° bends 
on 2D metallic photonic crystals composed of square lattice 
arrays of cylindrical metallic rods in air. Waveguides are 
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implemented by removing one or two rows of rods from their 
square array creating single-line defect (W1) or double-line 
defect (W2) structures. Basically, the only difference between 
W1 and W2 designs is the width of the waveguide. In the W2 
waveguide, the waveguide width is a lattice constant wider 
than that of the W1 waveguide. First, we present a study of the 
band-gap structure and their dispersion curve of the metallic 
square lattice. Then, the transmission and reflection 
performance of a THz linear waveguide based on this structure 
is presented. From these results, we design various 90° bend 
waveguides. An improved curve bend design is proposed as an 
efficient solution for a THz 90° bend waveguide. From our 
simulations with the improved bend waveguide design 
suppression of bending losses and transmission levels 
comparable to that of straight linear waveguides has been 
achieved.  

II. DESIGN, SIMULATION AND VALIDATION OF MODEL 
A) Simulation Approach 

Numerical simulations are carried out on a commercially 
available software based on the Finite Element Method (FEM) 
in 2D and 3D. FEM has proven to be a very reliable and 
effective numerical method for modeling and simulating a 
wide range of physics and multi-physics problems especially 
for complex structures. FEM is also able to solve and describe 
wave propagation in PhC structures [28-30]. In our 
computational investigation, Maxwell’s equations are solved 
in order to simulate wave propagation in a given waveguide 
design surrounded with non-reflecting boundary conditions. 
This waveguide channel is considered to only allow 
transmission of light in TM mode (E-polarization), in which 
the electric field is parallel to the rod axis. The EM wave 
confinement is provided using the contrast between metal and 
vacuum permittivities. In addition, metallic rods in the 
analyzed waveguide arrays exhibit a frequency dependent 
dielectric constant. In order to calculate the frequency 
dependent complex dielectric constant of copper, Drude model 
has been used in the following form [31]:  
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where ω is the angular frequency ε0 is the free-space 
permittivity, ωp is the plasma frequency and γ is the damping 
constant. This expression takes into account the metallic 
losses. For copper, ωp/2π=1914 THz, γ/2π =8.34 THz are used 
for calculations. 

 
B) Metallic Photonic Crystal Design and Characterization 

First, we calculate the photonic band structure of a system 
consisting of a square lattice array of copper cylinders 
embedded in air by using FEM for E-polarization. The radius 
of the rods is r = 0.2a, where a is the lattice constant of the 
square pattern a is set at 50µm The complex eigenvalue 
problem is solved for wave vector k, for a given frequency ω 
in the unit cell of square lattice by setting periodic boundary 
conditions. Since the dielectric function is complex, the 

calculated eigen-wavevectors found are also complex. This 
provides not only the guided modes but also the lossy modes 
in the system. 

The calculated dispersion curves are plotted along high 
symmetry directions Γ, X, M as depicted in Fig1. The band 
diagram shows that there are two band-gaps for metallic 
photonic crystal. The first band-gap which extends from 0 to 
3.244 THz and the second band is between 4.413 and 5.242 
THz corresponding to 0-0.5407 (ωa/2πc) and 0.734-0.8778 
(ωa/2πc), respectively, in terms of normalized frequencies. 
Within the band-gap, the photonic crystal waveguide support 
guided modes. These results are in good agreement with 
previously published results [6, 32]. No wave can propagate 
through the structure for frequencies falling within the 
photonic band-gap (PBG), as opposed to the pass band of the 
structure where it becomes transparent to the waves. The 
region between 3.244 THz and 4.414 THz is the pass-band of 
the metallic structure; this is where losses are expected to be 
obtained.  

 
 
Fig. 1. The photonic band structure of a square lattice of metal cylinders in 
vacuum for E-polarization. The PhC is characterized by a 50µm lattice period 
in square lattice pattern with a radius of 0.2a. The left inset shows the high 
symmetry points at the corners of the irreducible Brillouin zone, the right inset 
the square lattice pattern. 
 

The dispersion curves are also achieved and presented in 
Fig. 2 and Fig. 3 for W1 and W2 linear waveguides, 
respectively. Eigenvalue calculations are carried out by means 
of FEM in the Γ, X direction of the photonic crystal. For these 
dispersion curves, the periodicity is broken on x-axis by 
removing one and two rows of rods of the square lattice while 
it is still periodic in the direction of waveguide, on the y-axis. 
We consider a super cell of the geometry as shown in the 
insets of Figs. 2 and 3. The height of super cell is a lattice 
constant long. Periodic boundary conditions are only used on 
the boundaries on x-axis, for the boundaries on the y-axis 
absorbing boundary condition is used in order to take radiation 
losses into account. 

As seen in Fig. 2, in the first band-gap of the photonic 
crystal, there is one guided mode, a single mode, which clearly 
indicates the position of cut-off frequency of W1 waveguide at 
~1.8 THz. Increasing the width of the waveguide causes an 
increase of the number of guided modes in the PhC band gap 
and transmission becomes multimode as seen in Fig. 3. 
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Fig. 2. Photonic band structure of a W1 waveguide where one row of rods is 
removed from square lattice composed of metal cylinders in air. Dispersion 
curves are obtained in the Γ-X direction. Blue solid lines show the band-gap 
structure of metallic square lattice. Inset shows the super cell used in the 
dispersion calculations for W1 waveguide. 

 
 
Fig. 3. Photonic band structure of a W2 waveguide where two rows of rods 
are removed from the square lattice composed of metal cylinders in air. 
Dispersion curves are obtained in the Γ-X direction. Blue solid lines show the 
band-gap structure of metallic square lattice. Inset shows the super cell used in 
the dispersion calculations for W2 waveguide.  

 
The guided modes seen in W1 and W2 waveguides are in 

good agreement with published results [33] and also the 
calculated transmission spectra results presented. 

Transmission and reflection spectra in range of 1 THz and 
6 THz for a W1 waveguide in 10x10 rod square lattice PhC 
are presented in Fig. 4. In 3D simulations the metallic rods are 
sandwiched between two parallel metallic plates of a perfect 
conductivity, separated by the height of the rods of 50µm. The 
2D simulation is based on a same PhC pattern except the 
structure is projected in the plane defined by the direction of 
propagation and direction perpendicular to the direction of the 
electric field.  

As can be seen in Fig. 4, the transmission spectrum of 2D  

 
Fig. 4. Transmission/reflection spectrum simulated in 3D (black/red solid 
line) and in 2D (black/red dashed line) for a linear waveguide formed by 
removing one row of rods from a metallic PhC. The PhC is characterized by 
a 50µm lattice period in square lattice pattern of 50µm height rods, with a 
radius of 0.2a.  

geometry coincides with that of the 3D geometry and is 
comparable to reported works [15, 33, 34]. The transmission 
characteristic of a linear waveguide matches the band-gap and 
dispersion characteristics of single- and double-line defect 
linear waveguides. The losses in linear waveguide are caused 
by the band-gap characteristics of the metallic photonic 
crystals, as the frequencies where losses are seen appear in 
dispersion characteristics of metallic photonic crystals [35]. 
As long as the height is kept as small as half of the 
wavelength, which is the case for the remaining results of this 
paper, 2D and 3D simulations give very similar results. For 
sizes larger than half of the wavelength drastic divergences 
appear. For instance, at 3 THz, the transmission calculated in 
3D is -0.566 dB, -0.576dB, -0.569dB and -24.575dB when the 
height of rods set at 25µm, 50µm, 75µm and 100µm 
respectively.  

Naturally, for larger geometries, numerical calculations 
become complex, therefore, 3D simulations take much longer 
to calculate than 2D simulations and yet consume large 
amounts of memory. For instance, the 2D simulation features 
oscillations that are not resolved in 3D simulation. As a 
reasonable choice, we prefer running simulation in 2D instead 
of 3D. Hence, one can obtain more accurate results by using 
computer sources for finer mesh sizes to converge the 
geometry better and save time. On the other hand, the third 
dimension should not be ignored completely as long as the 
height is larger than 50µm, which is not our case. Therefore, 
we are only interested in metallic photonic crystal waveguides 
with third dimension size of 50µm, since they can be 
efficiently simulated in 2D. This is the subject of the next 
section. 

III. SIMULATION RESULTS: 90° BEND STRUCTURES 
Based on the photonic band structure of W1 and W2, five 

90° bend structures have been analyzed in this section. A 
schematic of the single-line defect waveguides is depicted in 
Fig. 5(a) along with the transmission and reflection 
characteristics for single- and double-line defect structures. 
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Fig. 5. a) Schematic of the five bend designs and b) transmission spectra c) reflection spectra for five different 90° bend designs as a function of 
frequency, from 1 to 4.5 THz. For each given design a schematic illustration of single line defect is depicted on the right hand side of the spectrum, for 
bends I to V. Double-line defect geometries are similar to single-line defect, except for the width of the waveguides. Black dashed-line corresponds to 
the single-line defect while red solid is for double-line defect waveguide. 

Analyzed bend geometries have been labeled from sharp 
bend (bend I) to curved bend (bend V). With respect to the 
sharp bend, bend II is designed by replacing one rod from 
inner-edge position to the outer-edge position. Following the 
same procedure, bend III and bend IV are designed by 
replacing three and six rods, respectively. Bend V is formed 
by arranging the rods on the bending corner in order to obtain 
an arc-shape of a quarter-circle. A simple algorithm 
determines the position of rods on the arc-shapes to keep a 
fixed lattice constant distance between rods and also to keep 
the axial symmetry of the bends as much as possible. An 
exception has been made on the smallest arc of the bend V 
design: the lattice constant distance becomes smaller (39.27 
µm) than a due to the extra rod added to the bend arc to ensure 
the symmetry. Otherwise in bend V the distance between two 
successive rods is kept uniform at a lattice constant length. 
The results presented here are based on square arrays of 26 
and 27 rods per side for single- and double-line defect 
waveguides, respectively. Once the bend is optimized, the 
attenuation inherent to the metallic material exhibits a 
secondary effect on the waveguide effective length. Therefore, 
depending on the length of the waveguide transmission level 
can be slightly higher or lower. However, it is seen that as 
long as the channel length is not altered, increasing the  

 

number of columns of rods (>5) on each side of the wave-
guiding channel does not change the transmission or reflection 
level.  

The guiding mechanism in photonic crystal structures is 
based on the photonic band-gap effect; it is different from 
conventional dielectric waveguides, which relies on total 
internal reflection. Therefore, it is expected that losses will be 
seen in photonic crystal structures when the frequency does 
not fall within the PBG range as the structure becomes 
transparent when it is reflective for the frequencies in the 
PBG. When a bend is introduced into a PhC waveguide, in 
PBG range, as no power is radiated out of the waveguide, the 
wave is guided through the bend. However, it still experiences 
some losses.  

Our aim is to design such a bend waveguide to reduce the 
bending losses and to achieve a level of the transmission 
comparable to that of a linear waveguide. Analysis can be 
easily achieved by comparing the transmission spectra with 
linear waveguides. When designing a bend structure it is 
essential to suppress losses arising from the bend. The losses 
in a PBG bend waveguide are mainly due to either the band- 
gap, the characteristics of the material (the losses which exist 
in the case of straight waveguides) or the losses occurring 
because of the bend itself such as back reflection and modal 
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mismatch [36]. Moreover, metals are known for their 
reflective properties especially in the microwave region. As  
they are still reflective in THz range, some losses originating 
from metal reflection are expected in addition to the bending 
losses.  

The characterization of five designs is carried out in terms 
of propagation performance of 90° bend waveguides. A sharp 
corner is firstly studied and then making the bend corner 
smoother at each successive step, transmission spectra and 
reflection spectra are obtained for the frequency range 
between 1 to 4.5 THz where single mode is the predominant 
operating mode, as depicted in Fig. 5(b) and (c), respectively. 
Because higher order modes are strongly affected by bends, 
transmission of single mode is preferred in the bend 
waveguides based on photonic crystals.  

There are issues that affect wave propagation in a bend, 
such as losses generated around the bending corner itself or 
reflection from rods placed in the corner. Reflection losses can 
be minimized by improving the design of the corner 
(smoothening the corner) and increasing its length. Not only 
the transmission level but also the bandwidth can be 
improved. For instance, a given improvement in terms of 
transmission level and bandwidth can be observed comparing 
the performance of the bend I design with respect to bend II to 
IV, as shown in Figs. 5(b) and (c). 

There are sharp dips observed, mostly visible in the 
transmission spectra of bend waveguides presented in Fig. 5 
(b). In order to address the reasons of these dips, whether they 
are due to the losses arise from the bending geometry or 
originated from the dispersion characteristic of photonic 
crystal, it is needed to take a closer look at the dispersion 
diagram of corresponding waveguide. For instance, in the case 
of single-line defect waveguides, from the dispersion diagram 
of W1 waveguides in Fig. 2, the guided modes clearly indicate 
that the sharp loss peaks at ~ 3.2 THz are observed during the 
transition from single mode to multimode and this can be also 
seen from the transmission spectra in Fig. 4. The guided mode 
for bends is shifted to the lower frequency, creating a smaller 
gap on the boundary of Brillouin zone resulting in sharp dips 

in the transmission spectra. Another dip is seen at ~3.8 THz, 
which corresponds to the pass band of the metallic photonic 
crystal structure, which is observed in the photonic band-gap 
diagram of square lattice in Fig. 1. The positions of these dips 
are changing from one bend to another; the dips are shifted in 
frequency mainly due to their bend region length.  
 The transmission level still presents losses in the high 
frequency part of the spectrum (frequencies over 3 THz), 
which should be reduced. Another important issue affecting 
the bending losses is that the modes propagating in the 
waveguide may not be compatible with the bend geometry, 
triggering the higher order modes, especially as the frequency 
increases. This segment and the bending corner might not be 
the same; a reasonable solution is to bend the waveguide while 
keeping the width size of the corner by curving the PBG 
structure. In this context, curved bend structure (bend V) has 
been simulated and it is seen that with this structure an 
optimization can also be obtained for metallic photonic crystal 
waveguides. The curved bend shows better characteristics as 
the size of wave guiding channel in the corner and at junctions 
to the straight waveguide is almost identical for the whole 
waveguide.  
 As a row of rods is removed in W2 design the width 
changes from 80 µm to 130 µm and as a consequence, the cut-
off frequency shifts from 1.875 THz to 1.15 THz. In this 
regard, for double-line defect bends, the bandwidth is 
extended for the interval positioned between these two cut-
offs. Comparing the transmission results for W1 and W2 
waveguide bends for the first four designs, double-line defect 
bends give a wider transmission bandwidth. However, for the 
frequency interval between 1.8 THz and 3.1 THz, the 
transmission level is lower than that of single-line defect 
bends for bend I and bend II and there is a small decrease in 
bend IV in comparison to bend III. Despite these, both 
transmission level and bandwidth improve with the bend 
smoothening. As depicted at the bottom-left plot in Fig. 5 (b), 
a significant improvement is demonstrated for design V in 
relation to the other four designs in terms of transmission level 
and bandwidth for both W1 and W2 waveguides. As can also  

 

Fig. 6. Illustration of the wave propagation of  (a) bend V and (b) improved bend V waveguides at 4.1 THz where blue and red regions show the 
positive and negative parts of electric field distribution. The electromagnetic wave is confined and propagates perfectly within the guiding channel in 
improved bend design formed by removing two rows of rods. Geometry of this design can also be seen, in which circles correspond to the metallic 
cylinder rods. 
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Fig. 7. Transmission spectra and frequency dependence of the phase shift for 
bend V (black dashed line) and improved bend V (red solid line) waveguides 
in the case of two rows of rods are removed from metallic band-gap 
structure. 

be seen from Fig. 5(c) in parallel with Fig. 5(b), with the 
degrading of reflection losses, transmission is improved. With 
bend V waveguide a level of reflection up to -50 dB is 
obtained. Comparing the sharp and the curved bends, 
transmission level improves from -0.6048 dB to -0.3152 dB 
for single-line defect and the largest 3-dB bandwidth improves 
from 0.8 THz (1.956 THz -2.769 THz) to 1.3 THz (1.916 THz 
-3.24 THz) when we compare the sharp bend with the curved 
bend. For W2 design improvement is more significant. The 
transmission increases from -0.4096 dB to -0.0877 and the 
largest 3-dB bandwidth from 0.7 THz (1.164 THz - 1.85 THz) 
to 2.5 THz (1.164 THz - 3.671 THz). 
 Additionally, the overall bandwidth also improve when 
bend I and bend V are compared. Here, the overall bandwidth 
is defined as the sum of frequency intervals where the 
transmission is within 3-dB.  For single-line defect, the overall 
3-dB bandwidth improves from 0.921 THz to 1.699 THz, 
giving the proportion of overall bandwidth to whole frequency 
interval (from the cut-off, 1.875 THz, to 4.5 THz) of 35 % and 
65 % for bend I and bend V, respectively. For double-line 
defect, overall bandwidth is 0.686 THz and 2.793 THz, giving 
the ratio of overall 3-dB bandwidth to whole frequency 
interval (from the cut-off, 1.15 THz, to 4.5 THz) of 20 % and 
83 % for bend I and bend V, respectively. 
 According to the obtained results, even in the case of bend 
V in which most of the losses are suppressed, there are still 
losses above 3.2 THz where higher order modes are active. 
With further analysis, wave propagation shows that in the high 
frequency region, even though most of the energy is confined 
in the waveguide with an appropriate design, some of the 
energy that is lost leaks through the rods, especially around the 
bend, as presented in Fig. 6. By applying some geometrical re-
arrangements on curved bend design, these losses can be 
reduced and the quality of transmission can also be improved 
in the high frequency region. The aim is to maintain a high 
transmission level and increase the bandwidth even further. 
With this in mind, the effect of increasing the number of rods 
on the bending arcs without changing the size of rods is 
investigated. On the bending arc the r/a ratio becomes 0.2546 

 
Fig. 8. Transmission spectra and frequency dependence of the phase shift for 
improved bend V (black dashed line) and same length linear (red solid line) 
waveguides in the case of two rows of rods are removed from metallic band-
gap structure. 

instead of 0.2. In this case, on the bending arc the lattice 
constant distance changes from 50 µm to 39.27 µm, while for 
the rest of the waveguide, the lattice constant is still 50 µm. In 
order to distinguish this design from bend V, it has been 
named as improved bend V. The waveguide design of bend V 
and improved bend V, and the propagation of a 4.1 THz 
electromagnetic wave within these bends are depicted in Fig. 
6. At this frequency while almost all the wave leaks through 
the outer corner of bend V (see Fig. 6(a)), the wave leaks are 
stopped around the bend within the improved bend (see Fig. 
6(b)).  

Transmission characteristics are compared for bend V and 
improved bend V for W2 waveguide where two rows of rods 
are removed in the metallic photonic crystal waveguide. The 
new proposed structure provides a significant improvement in 
bandwidth and transmission not only for single- but also for 
double-line defect, as illustrated in Fig. 7. By using this design 
transmission level is improved, especially for the frequencies 
where the bending losses are higher (between 3.67 and 4.5 
THz). It can be clearly seen in Fig. 7 that dramatic 
enhancement is obtained especially for frequencies above 3.95 
THz. The improved bend V waveguide has a high 
transmission performance of up to 98 %. More than 97.5 % 
transmission is achieved between 2.451-2.592, 2.607-2.748 
and 4.53-4.544 THz. The largest 3-dB bandwidth transmission 
is obtained from 1.165 THz to 3.669 THz (2.5 THz), and 
overall 3-dB bandwidth is wider than that of bend V (3.1 
THz), giving the proportion to the frequency interval of 91 % 
for double-line defect. For W1 design, transmission is 
improved to -0.2687 dB and overall bandwidth is to 71 %. 
This improvement can also be observed in the frequency 
dependence of the phase shift. Bend V shows a variation of 
the phase shift from -15o to +40o over a spectral range of 1.5 
THz to 4.5 THz. The improved bend V exhibits almost no 
phase shift from the cut-off frequency 1.15 THz to ~3.1 THz 
and then presents a quasi-linear frequency dependence to 
reach a value of +50o at 4.5 THz. The negative (positive) 
phase shift in the spectral domain leads to a waveform 
appearing earlier (latter) in the temporal domain. Hence the 



T-THZ MANUSCRIPT 0057, DEGIRMENCI 
 

7 

improved bend V structure produces a positive dispersion for a 
broad bandwidth signal above 3.1 THz.  

A comparison between a linear waveguide with equivalent 
length is presented in Fig. 8. Such a simulation allows for the 
identification of the losses inherent to the bend, providing an 
insight on the performance of the improved bend waveguide 
for frequencies around 3.8 THz, where the largest losses are 
obtained. The valley in the transmission spectrum has already 
been encountered in linear waveguides. It is attributed to the 
band-gap characteristics of metallic photonic crystal 
waveguides associated to its band-pass. Therefore, we have 
succeeded in drastically suppressing the bending losses by 
improving bend V design, obtaining not only a higher 
transmission and larger bandwidth but also reaching the 
transmission level of same length linear waveguide composed 
of the same material and keeping the same lattice constant and 
rod radius. The frequency dependence of the phase shift of the 
linear waveguide is almost 0o between 2 THz and 2.6 THz and 
then is set at -30o up to 4.5 THz. It is worth noting that the 
frequency dependence of phase shifts of the linear waveguide 
and the improved bend V are opposite. A combine use of these 
waveguides results in quasi no dispersion of a broad THz 
signal over the spectral range achievable. 
 As it is presented here, the proposed waveguide improved 
bend V is quite effective in reducing the losses with a small 
dispersion and yet easy to implement, as the size of rods are 
the same for the whole structure, which is an important issue 
for the fabrication process. 

IV. CONCLUSION 
Metallic band-gap structures for THz bend and linear 

waveguides have been simulated using the Finite Element 
Method. Transmission characteristics of 90° bend waveguides 
have been investigated for various square array waveguide 
designs. The simulation results reveal that the transmission of 
sharp bends can be improved with design modifications on the 
bending corner. After several steps we finally achieved a high 
performance for the transmission and dispersion with an 
improved curved bend design in the case of double-line defect 
waveguide. We have also demonstrated that the level of 
reflection can be decreased and reach the transmission level of 
a linear waveguide with the proposed improved curved bend 
structure. 
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